
ClearWindshield PPF
Test Item Property Unit Test Method Result

Thickness

Total Thickness µm GB/T 6672 299

Functional Layer

Thickness
µm GB/T 6672 165

Tensile

Strength

Tensile Strength MPa ASTM D882 20.3

Elastic Modulus kgf/cm² ASTM D882 496.74

Tear Strength Tear Strength MPa ASTM D882 No rupture

Adhesion

Peel Adhesion

(20 min)
g/25 mm GB/T 2792-2014 ≥320

Peel Adhesion

(24 h)
g/25 mm GB/T 2792-2014 ≥1200

Puncture

Resistance

Puncture Force N ASTM D882 29.3

Puncture Strength MPa ASTM D882 4.1

Optical

Properties

Haze % ASTM D1003 0.44

VLT % GB/T 2680 92.8

UVR % GB/T 2680 99.5

IRR % GB/T 2680 6.7

Scratch

Resistance

Scratch

Resistance
— 15 °C: no obvious recovery within 30 s

25 °C: noticeable recovery within 30 s

≥25 °C: recovery within 5 s

Rapid

self-healingSelf-Healing

Performance
s


